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Introduction

T
he drive toward lower U-
values has created rapid
growth in the production
of argon-filled insulating
glass (IG) units. Desiccant

choice and usage can have a substantial
impact on the argon concentration and
the life of argon-filled IG units. To fab-
ricate high quality argon-filled IG units,
there are compelling reasons why we
believe a blend of 3A molecular
sieve/silica gel should be used in as
many sides as practical. Desiccants

which
contain
large pore
molecular
sieves
(com-
monly
referred to
as 4A and
1 3 X ) ,
either
alone or
in blends,
are detri-
mental
and
should be
avoided.

The desiccant used in argon-filled IG
units should have the following
characteristics:

"Desiccant
choice and

usage'can have
a substantial

impact on the
argon concen-
tration and the
life of argon-

filled 10units. If

1. The desiccant
must adsorb
water, thereby
protecting the
IG unit against
moisture fogging;

2. The desiccant must adsorb
hydrocarbons (and other volatile
species), thereby protecting the IG
unit against chemical fogging and
agai~st staining coated glass;

3. The desiccant must not adsorb

and desorb argon or nitrogen,
thereby minimizing glass deflec-
tion and seal stress; and

4. The desiccant should not contain

pre-sorbed (i.e., previously
adsorbed and held) nitrogen,
thereby eliminating the outgassing
of nitrogen into the sealed IG unit
which, in turn, dilutes the argon
concentration.

Historically, silica gel, 3A molecular
sieve, 4A molecular sieve, 13X molecu-
lar sieve, and their blends have been
used for desiccation of IG units. Let's
take a look at these desiccants with
respect to the four characteristics.

Water Adsorption
CapacityOf rGDesiccants

It is generally recognized that all of
the aforementioned molecular sieves
strongly adsorb water. Of these desic-
cants, 4A molecular sieve is the least

expensive to manufacture; silica gel is
the most expensive.

HydrocarbonAdsorption
CapacityOf IG Desiccants

Hydrocarbons (and other volatile
species) are a common impurity in IG
units. Sources of hydrocarbons include:
1. Painted metal muntins or

spacers';
2. Vinyl or plastic internal muntins,

spacers, or keys which outgas
hydrocarbons when exposed to
heat or ultraviolet light (UV);

3. Chemicals used to clean or wipe
down muntins, spacers, keys, etc.;

4. Cutting and machine lubricants;
5. "Touch up" paint used to repair

marked or scratched muntins or
spacers; and

6. Sealant systems containing
volatiles.

Types 3A and 4A molecular sieves
have no capacity for hydrocarbons
because their pore sizes are too small.2
This leaves 13X and silica gel to be
considered for hydrocarbon removal.

continued on page 2
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Desiccant
Selection

"Molecularsieveshavean
extremelyhighadsorptive

attractionforwater.II
(

continued from page 1

It has long been recognized that the
hydrocarbon capacity of type 13X mol-
ecular sieve is dramatically reduced if
water is present. Although the pores or
openings of 13X are large enough to
admit hydrocarbons, the preferential
adsorption of water severely restricts
the ability of 13X to adsorb and hold
hydrocarbons. As correctly stated by a
major desiccant manufacturer, "molec-
ular sieves have an extremely high
adsorptive attraction for water. This
affinity is so strong that water will nor-
mally displace any other material that is
already adsorbed on the molecular
sieves.,,3

W
~

zenwo::
8:3
0::::1301-0-wz.J
IL.O
0==
m)(
WM
:1:....

~ ~ 20
OW-0
IX3Z
::1::1
00
00::
~~ 10
00
Zw
~1X3
mO::omo«

One might hope that blends of 3A
and 13X would reduce the affinity of
13X for water, but this is not the case.
Data from molecular sieve suppliers
clearly show that the attraction for
water on 3A, 4A, and 13X is essentially
the same. Thus, if any water is present
in an IG unit containing a blend of 3A
and 13X, the water will be essentially
equally adsorbed and distributed on
both molecular sieves. As the 13X mol-
ecular sieve adsorbs water, both its
attraction and its capacity for hydrocar-
bons decrease. As water continues to be
adsorbed on 13X molecular sieve, pre-
viously adsorbed hydrocarbons will be

outgassed into the
"airspace."

Hydrocarbon and
moisture molecules
are, literally, like oil
and water. Because
they are fundamen-
tally different mole-
cules, a blend of
fundamentally dif-
ferent adsorbents
with totally differ-
ent properties is best
suited for removing
the hydrocarbons
and moisture from

the "airspace." As
described in U.S.
Patent No.
4,144,196 ("Abso-
rbent for Use in
Double Glazed
Windows"), a blend
of 3A molecular
sieve and silica gel
is ideal. This blend
is non-separating
because the densi-
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ADSORPTION OF NITROGEN ON
13X MOLECULAR SIEVE BEADS
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FIGURE 1: Adsorption of nitrogen on fully activated 13X mole-
cular sieve beads; the isobar is for air at sea level. Data are
replotted from those originally reported In reference four.

ties of both components are
essentially the same. The 3A molecular
sieve selectively and preferentially
adsorbs water, leaving the silica gel
totally active and free to adsorb hydro-
carbons without any interference from
water.

Need For Low
Deflection Desiccants

Day to night temperature changes
cause an IG unit to behave like an
accordion. In accord with the "Ideal
Gas Law," the pressure within a sealed
IG unit increases whenever the temper-
ature increases. This is like the pressure
increasing inside an automobile tire
whenever it heats up. The Ideal Gas
Law also mandates that the pressure
within an automobile tire or a sealed IG

unit decreases whenever the tempera-
ture decreases.

Nitrogen and argon adsorption and
desorption from 13X and 4A molecular
sieves as the temperature changes
amplify the accordion effect. As shown
in figure one, 13X molecular sieves, and
desiccant blends which contain 13X,
adsorb nitrogen whenever the tempera-
ture decreases and desorb ("outgas")
nitrogen whenever the temperature
increases. Virtually identical behavior
occurs with 4A molecular sieve.4
Similar, though less pronounced,
behavior also occurs on 13X and 4A if
argon is present instead of nitrogen.5
Desorption, which occurs as the tem-
perature increases, means that nitrogen
or argon molecules are outgassed from
the desiccant; this increases the number
of molecules in the "airspace," which,
in turn, causes the pressure to increase.
Similarly, adsorption of argon or nitro-
gen at low temperatures removes



molecules
from the "air-

space,"
thereby
decreasing the
pressure.

The pressure
changes result-
ing from the
adsorption/des-

orption of argon or
nitrogen amplify the

pressure changes above and beyond
those mandated by the Ideal Gas Law.
Glass deflections which occur unavoid-
ably with any use of 13X or 4A molec-
ular sieves:
1. Distort reflected images;
2. Harm the V-value of the IG unit;
3. Stress or destroy the seal; and
4. Reduce the life of argon-filled IG

units.
A blend of 3A molecular sieve and

silica gel, which neither adsorbs nor
outgasses nitrogen, oxygen, or argon, is
the obvious solution to this problem.6

FIGURE2: Maximum argon concentration In an IG unit with dimensions of two-foot by
three-foot by fl- inch whose "airspace" is argon-filled to an Initial level of 100 percent,
the best case scenario. The muntin grid Is two long and two short spans. Blends of
various molecular sieves and silica gel are shown as 80 percent of the first listed com-
ponent and 20 percent of the second, where SG denotes "silica gel."

Maximizing Argon
Concentration TnIGUnits

To achieve lower U-values by utiliz-
ing argon gas, manufacturers want to
replace as much of the ambient air in IG
units as possible with argon gas. To
attain an argon fill level of 100 percent,
all air, which is 79 percent nitrogen,
must be eliminated from the "airspace."
In the common practice of "lance fill-
ing" argon through one or two holes in
the conventional IG spacer, the follow-
ing factors limit the argon concentration
to less than 100 percent:
1. Pre-sorbed nitrogen brought into

an IG unit on 13X or 4A molecular
sieves;

2. Air in the free space between des-
iccant particles and in the macrop-
ores of the particles;

3. Air inside empty
spacers; and

4. Air inside hollow
muntins.

Large pore molec-
ular sieves, such as
13X, 4A, and desic-
cant blends contain-
ing 13X or 4A, readily

pre-sorb nitrogen from ambient air prior
to fabricating and sealing an IG unit.4
At sea level and 65F, every ounce of
fully-activated 13X has pre-sorbed
approximately 12.5 cubic inches of
nitrogen gas (see figure one). Type 4A
holds a nearly equal amount of nitro-
gen.4 This translates to 5.5 spacer vol-
umes of nitrogen for each spacer vol-
ume filled with 13X or 4A molecular
sieve. Additionally, the volume of free
air between the particles and in the
macropores of the particles corresponds
to approximately 0.54 spacer volumes,
for a total of 6.04 volumes of nitrogen
plus air for each spacer volume filled
with 13X or 4A.

A similar, though somewhat less pro-

nounced, effect occurs with any blend
containing 4A or 13X molecular sieves.
For example, a molecular sieve blend
containing 20 percent 13X has pre-
sorbed approximately 1.1 spacer vol-
umes of nitrogen for each spacer vol-
ume filled with a 20 percent 13X
molecular sieve blend. Add to this the
volume of free air between the particles,
and the total becomes approximately
1.64 spacer volumes of nitrogen plus air
for each spacer volume filled with a 20
percent 13X molecular sieve blend.

Type 13X, Type 4A, and molecular
sieve blends containing 13X or 4A, will
outgas some of the pre-sorbed nitrogen
into the "airspace" as they equilibrate
with the argon fill.5 Additional pre-
sorbed nitrogen will be outgassed as the
13X or 4A preferentially picks up mois-

ture or hydrocarbons from the interior
of argon-filled IG units and as the
desiccant increases in temperature
during normal daytime heat
cycles.3,4,5 Nearly all of the pre-
sorbed nitrogen will eventually

outgas and accumulate in the
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